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~
Test report
TYPE 2.2
L According to NF EN 10204 9 SV]I?‘;SEKONOM; AB
TTV,
Customer Order N° Certificate N° DN Ne 54134 Sag%T)E
SVEO010 226739 2267390050011 DN202341 SUEDE
Customer order reference Reference date Pg
12757 08/10/2021 1/1 & 3
Lot Quantity Standards
21080206 150.00  |KG EN 14700T Fe2
Product
CRMO512FB rBSC()O IFCW 60G 1.2xBS300 15KG
@hemical analysis (%) }
Elements C Si Mn Cr Ni Mo Cu W Co v P S Fe
Min 0.4
Max 115 3 7 1 4 1 1 | 1
Typical 0.5 0.60 1.2 57 0.01 0.80 0.01 0.01 0.01 0.01 0.015 0.010 Bal.
(Typical mechanical properties of all weldmetal : 2.2
Tensile test according I1SO 6892-1 Impact test according 1SO 148-1
T Value Rp0.2 {MPa) Rm (MPa) AS (%) T2 Value KV (I) Single KV (J) Average LE (mm)
+20°C
(Others [According ASME I Part C/ SFA 5.01 and ISO 14344 )
Hardness Testing schedules Lot class
HRC(20°C) 1/F T1

~60 Hors dilution,
brut de soudage*

Miscellaneous
* All weld metal, as welded
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